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Measurement of magnetic characteristics of transformer-
cores and coil materials 

Precision loss power measurement of sheet iron and ferrite cores with high 
signal frequency: exact, easy and in real-time! 
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The peak value of the magnetic flux density (Bpk): From the second Maxwell equation: 
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ua=Bpk/Hpk/(1.2566*pow10(-6))  
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